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REACH und RoHS / XRF-Analysis 

- ECO PCR PS –  

 

 
Material  ECO PCR PS 
Description  Post-consumer PS from fridges 
 
 

Substance Measured element Unit Mean value 
General 
Chlorine CI ppm 1114 
Bromine Br ppm 119 
Titanium Ti ppm 14852 
Antimony Sb ppm 56 
Zinc Zn ppm 256 

 
 
Testing method The XRF measures were performed according to the PRE standard. 
 The flakes were moulded prior testing in order to obtain the most 

accurate results. The presented values represent mean values of 10 
different measurements. The unit in use is the ppm. 

 
Measurement frequency Monthly 
 
Performed by Quality department 
 
    
    
 
 
We hope to have informed you sufficiently.  
If you have any further questions, please do not hesitate to contact us. 
 
 
With best regards 
Universal Polythex Kunststoffe GmbH 

 
 


